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1. Conducted state-of-the-art ab initio ; b ..E 5
calculations on PbS|CdS Janus ; ,§§ 5 I | -
nanoparticles, illustrating enhanced 1ﬁ0*¥y¢9 Liflle _
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reduced hot exciton cooling rate,
through analysis of the valence band
interfacial states
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We used first principles simulations to guide
D.M. Kroupa, G.F. Pach, Madrton Véros, Federico engineering of nanoparticle solar cells by

Giberti et al, ACS Nano 12, 10084-10094 (2018) investigating MEG in NP heterostructures
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